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INVESTMENT STONES GROUP is one of the leading Egyptian companies
in manufacturing and exporting of marble, lime stone and granite.

Our company was established in 1996 and has different quarries
producing 20,000 m3 / Month of different materials like Sinai pearl and
golden Honey

Our factory located in the industrial zone of Marble and Granite in Cairo
with an area of 12,000 m2. And we have 150 employees in various
departments.

We provide Egyptian marble, lime stone, and granite in Blocks, Slabs,
Tiles, and Cut -to-size with all thicknesses and different surface finishes.

To guarantee our customers satisfaction we put our greatest efforts into
quality control and selection at each stage from the quarrying process
through the final delivery and finished products.




Sinai Pearl

Standard Test Method Mean Value

EN1936:2006 Apparent density 2628.3 Kg/m?
EN13755:2008 water absorption at atmospheric pressure

EN1926:2006




Standard Test Method Mean Value

EN1936:2006 Apparent density 2581.3 Kg/m

EN13755:2008 water absorption at ospheric pressure 1.2%

EN1926:2006 Compressive stre| 'mal to planes of an 73.7 MPa
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Standard
EN1936:2006
EN13755:2008
EN12371:2001
EN1926:2006

Galala Classic

Test Method

Mean Value

Apparent density 2580.3 Kg/m?
water absorption at atmospheric pressure 1.19%

G

pressive strength normal to planes of anisotropy

73.4 MPa

Standard
EN1936:2006
EN13755:2008
EN12371:2001
EN1926:2006

Test Method Mean Value

Compressive strength parallel to planes of anisotropy
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Sfandard 7 Test Method . Mean Value
EN1936:2006 Apparent density 2646.7 Kg/m?
EN13755:2008 water absorption at atmospheric pressure 0.66 %
EN12371:2001 Frost resistance 38.7 MPa
EN1926:2006 Compressive strength parallel to planes of anisotropy 49,19 MPa

ANOD SANOLS-LNINLSIANTI" MMM

Test Method

EN1936:2006 Apparent density 2628.3 Kg/m?
EN13755:2008 water absorption at atmospheric pressure 0.64 %
EN12371:2001 Frost resistance 33.0 MPa
EN1926:2006 Compressive strength normal to planes of anisotropy 44.0 MPa




Sunny Nour g Silvia Nour

Standard Test Method Mean Value

EN1936:2006 Apparent density 2524.2 Kg/m?
EN13755:2008 water absorption at atmospheric pressure 1.65 %
EN1926:2006 Compressive strength parallel to planes of anisotropy 56.7 MPa




Sinai Pearl Antique 104 " Sinai Pearl Antique 110

__Golden Honey Antique 115
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Sinai Pearl Antique 106
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~ Golden Honey Antique 111 _Imperial Gray Antique 105
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Modules

MOD. 01

60 X40CM
40 X 40 CM
40 X 20 CM
20 X20CM

MOD. 02

80x80cm 51%
80x40cm 25%
40x40cm 24%

OPUS 513

20 X29.7 CM
30 X 30 CM
30 X 60 Cm
39.7 X60 CM
60 X 60 CM

2PCs
4PCs
2PCs
4PCs

90 X 60 CM
60 X 60 CM
60 X 30 CM
30 X 30 CM

60x60cm 51%
60x30cm 25%
30x30cm 24%

6.45%
9.68%
19.35%
25.81%
38.71%

2PCs
4PCs
2PCs
4PCs

INODJ'SINOLS-LNIWILSIANI MMM

Nose Profiles

S1

S2

S3

S4

S5



Packing

American Systems Registrar, LLC, a provider of third-party system registration and
accredited by the ANSI-ASQ National Accreditation Board attests that:

INVESTMENT STONES SRL

with a scope of:

MARBLE, GRANITE AND LIMESTONE
MANUFACTURING (SLABS AND TILES)

has established a quality management system that is in conformance with the Intematonal
Quality System Standard

ISO 9001:2008

ASR Certificate Number 4041
Exclusions:

7.2 Product Design
Date of Certification;

May 29, 2013
Date of Certification Expiration: May 28, 2016
IAF Seops Category: 16
Revigion:

President

CERTIFICATE OF REGISTRATION

0039.335.8271059 H 2e.

CAIRO

ROMA




